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M'AaTa yKpaiHCbKa ® 5th Annual Ukrainian Paints &
nakopapboBa KOHPepeHL,in nAKOKPACKA I’L-UA Coatings Conference

OCHOBHbIE HAIMNPABJIEHUA 3AWLUTbI MATEPUATNTAMU WELESGARD

¢ 3awmTa OT KOPPO3UU CTallbHbIX KOHCTPYKLIMK, SKCNITyaTUPyEMbIX B PasfINYHbIX YCITOBUAX
OKpyXatoLlen cpeabl.

e 3awmTa Xene3o06eTOHHbIX KOHCTPYKLUMU, IKCNITyaTUpyeMbIX B PasfiMyHbIX YCITOBUAX
OKpyXatoLlen cpeabl.

°* WU3sonauus ctanbHbIX KOHCTPYKUMW NOrpy>XeHHbIX B BOAY WU 3arnyoneHHbIX B NOYBY
(TpybonpoBoabl, COeaMHUTESNbHbIE 3fIEMEHTHI, 3anopHas apmMartypa, eMKOCTU U T.M.)

* HanonbHble NOKPbITUA (MPONU3BOACTBEHHbLIE U CKITAACKME NOMELLIEHUS], FrapaxM,
TPOTYapHbLIEAOPOXKN U T.4.).

* ngpounsonsauma KOHCTPYKUUU 3aAHUN U COOPYXKEHUN (KpbIlK, Teppackl, PyHOAMEHTHI,

NCKYCCTBEHHbIE BOOOEMbI U T. .)
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CEPUSA NOKPbITUN MCC

NOJINYPETAHOBBIE NOKPbITUA,
OTBEPXOAEMbIE BJIATOU
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AHTUKOPpPO3UOHHaA 3awmTa. Npsimblie U CKpbITbIe 3aTpaThbl NVELESGARD

MpamMbie 3aTpaTbl:

CKpbITble 3aTpaThbl:
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5th Annual Ukrainian Paints &
Coatings Conference

OrpaHquva ABYXKOMMOHEHTHbIX NOJINYPETAHOBbLIX U 3ANMNOKCUAHbLIX MOKPbITUA

NMonuypeTtaHoBbIe

dnoKkcuaHble 2K NOKPbITUSA,
YcnoBusi HaHecCeHuUs nonuypeTaHoBble
NOKPbITUSA oTBepXxAaaemble
NOKPbITUA 9
Bnarou
OTHOCUTenbHan
BNaXHOCTb Bo3AyXxa, 80-85% 80-85% 99%
He BblLle:
10°C
(A4Ns YnCTbIX
9MOKCMAOB M Ang
TemnepaTypa Bo3ayxa | CTaHOapTHbIX BEpCUn 0°C 20°C

N NOAJNOXKN, HE HUNXe.

3MNOKCU-MaCTUK)
-5°C
(NS 3uMHen Bepcum
9MNOKCU-MacTUK)

Tou4ka pochbil:

TemnepaTtypa NOBEPXHOCTU OCHOBaHUS
OOMMKHA 6bIThb Bbille M3MEPEHHOW TOYKN POCHI
MUHUMYM Ha 3°C.

HeTt orpaHnyeHnn no
TOYKE pOChI
(MOBEPXHOCTb OOSMKHA
ObITb BUOMMO CYyXOW)
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CEPWS MOKPbLITUA MCC Rudr

. o N
TpexcnonHasa cucrtemMa NOKpbITUN e cswand

.

NnoBepPxXHOCTEN

80-100 pm WG-Ferrogalvanic
80-120 ym WG-Weleflex
60-80 ym  WG-Welesilver

or WG-Sulacover

Tonbko ans
HapPYXHbIX

O6was TCI: 220-300 pm

Al  — ANOMUWHUEBbLIN NUTMEHT.
Zn — LIMHKOBbIN MUIMEHT.

Blast cleaned (at least to Sa 2%%) steel surface — —xenesHas cniogka (MIO)

pyHTOBKA:

WG-Ferrogalvanic — yHukanbHasi cuctema ¢ LUHKOM M xenesHou crnrogkon (MIO) . ObecneunBaeT OTNINYHYIO
KaToaHYH 1 6apbepHyHo 3awWmuTy. Kak camocTosaTensHoe NoKpbiTUe obecnevmBaeT 3awmTy 4o S ner.
NMpomexyToyHoe NoKpbITHE:

WG-Weleflex — npomexyTodHoe nokpbiThe ¢ xenesHou cnroakon (MIO) . ObecneunBaeT 6apbepHyO 3aLLMTYy.

WG-Sulacover — anudaTtuyeckoe nonnmypetaHoBoe BepxHee NokpblitTne. Obnagaet npeBoCXo4HOM CTOMKOCTbIO
K BO3AEUCTBUIO ynbTpaduoneTa u BrmaHnio atmocdepbl. [JoCTyNHO B pa3nnyHbIX OTTEHKaX LBeTa (kapta RAL).
WG-Welesilver — apamoTunyeckoe nonmypetaHoBOe BEpXHEE NOKPbITUE C aNntOMUHUEBbLIM MUTMEHTOM.
O6nagaeT NpeBOCXOAHOM CTOMKOCTBIO K BO3AENCTBUIO YribTpadmoneTta n BnmsaHMo atmocdepsl. LiBeT:
cepebpucTbini METaNMMK
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MexayHapoaHble cTaHaapThl. [Moa6op cucTeM 3alWmUThl OT KOPPO3UU

1. ISO 12944 «J1akm n Kpacku. 3awmTa OT KOPPO3UM CTallbHbIX KOHCTPYKLUMN CUCTEMaMM
3aWUTHbIX NOKPbITUK.» CTaHOApPT CoAepPXXUT TpeboBaHNS K NOArOTOBKE NOBEPXHOCTEN,
cnocobam HaHeceHUs1, KOHTPOIO KadecTBa U BbIBOpY CUCTEM 3aLLUTbl OT KOPPO3nn
MEeTaNJIOKOHCTPYKLUUN, IKCNyaTUpyeMbIX B Pa3fMYHbIX YCNIOBUAX OKPYXaloLlen cpeabl.

2. NORSOK M 501 «lMoarotoBKka NOBEPXHOCTU U 3aLUNTHBLIE NOKPbLITUA»
CtaHgapT cogepXut TpeboBaHMA K NOAroToBKe NOBEPXHOCTEN, crocobam HaHeCEHUS,
KOHTPOJIO KadecTBa M BbIOOpPY CUCTEM 3aLLNTbl OT KOPPO3UM OOBLEKTOB, PACMONOXEHHbIX B
NpuUopexxHon n B 0p@PLIOPHON MOPCKOW 30HaX.

3. ISO 20340 «Kpacku n naku. TpeboBaHusi K pabo4ymMm xapakTepucTuKkam 3almTHbIX
OKpawwMBaKLWUX CUCTEM AJIA MOPCKUX U aHaNOrM4YHbIX COOpYXeHUn» CTaHgapT coaepXuT
TpeboBaHWUA K NOAroTOBKE NOBEPXHOCTEN, cnocobam HaHeCeHUs, KOHTPOSTO KayecTBa N BbIOOpY
CUCTEM 3alUMTbl OT KOPPO3NKN OOBLEKTOB, PACMONOXEHHbIX B MPUOpEXHON 1 B opdLLOpHOMN
MOPCKOW 30Hax.

o>l |nternational

Organization for

ISO

N2 Standardization
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KBanudukauma cuctemol nokpbitin Welesgard no ctraHgapty NORSOK M 501

NORSOK M-501 System No 7

Cucrema ucnbiTbiBanachb Ha:
yFJ'IepO,D,I/ICTaﬂ CTallb B YCINOBUAX MOIrpyxXeHnAa n 3oHe 6pb|3r. |

_ CrapeHue
WG-Ferrogalvanic 80 um Il.  TorpyxeHvne B MOPCKyto Boay
WG-Weleflex 100 pm [ll. KatogHoe oTcnamBaHune
WG-Welesilver 60 ym
O6wasna TCI: 240 ym
DT
3akntoyeHue

Cuctema WG-FERROGALVANIC / WG-WELEFLEX / WG-WELESILVER, TORnWMHON CyXOW NIIEHKN
80/100/60 um, c obpasuyammn COT 3a Homepom 20-10-10/0715, oTBe4aeT KBannPUKaLuNoHHbIM
TpeboBaHnam ctaHgapta Norsok M-501, n3a. 5, Cuctema 7.

LleHTp nccnengoBaHnn U TEXHNYECKUX IKCNEPTU3

Vs /'/‘,,_A, 2 A R— _,,-',_(ﬁ ,.i V / f— ; J
o) T = P oteAA
PykoBogutens nabopatopum TexHuk-nabopaHT

Dr. B.P. Alblas N. Blokker
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KBanundgukauma cuctemol nokpbitn Welesgard no craHgapty 1SO 20340

ISO 20340
OdpLuopHbIe cTarnbHble KOHCTPYKUUU B aTMOCEPHbIX YCIOBUAX
(okpyxatoas cpefa Koppo3voHHon kateropumn C5-M) CucTemMa NCABbITLIBANACh Ha:
WG-Ferrogalvanic 100 pm |.  CrapeHue
WG-Weleflex 80 pm
WG-Sulacover 60 pm
O6wasna TCI: 240 pm
3aknioyeHue o
SP

Cucrema WG-FERROGALVANIC / WG-WELEFLEX / WG-SULACOVER, TonwmHon cyxon
nneHkn100/80/60um, yaosneTtsopseT TpeboBaHuam ctangapta ISO 20340-2009.

i

SP Technical Research Institute of Sweden
SP Chemistry, Materials and Surfaces - Materials and Surfaces Technology (KMy)

NcnonHeHo [MpoBepeHO

23
Hgmed ey Mdelme B lopird
L P [ 1 B 0 leion ererimad sl chim miied
l‘OIL’--.--_ Pt i e et 8 sty it Ty & Timsg: F0E-04. 39 B8 4301 #0380
Timne & T 39014 4l 250 0600 1) o 00 0

Lena Bengtsson Adeline Flogard
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Cucrembl nokpbiTMn Welesgard ogoopeHHbIe AnA 3awuTbl cTaflbHbIX MOCTOB

Cucrema NnoKpbITUN:

WG-Weleflex Sealer 40 pm
WG-Weleflex 80-100 ym
WG-Sulacover 60 um
Oowana TCI: 200-220 ym

Cuctema ucnbitbiBanacb B HUMXB Ha:

. BomgonpoHuuaemoctb (OCT 31383-2008)
II. BogonornoweHue (FTOCT 12730.3-78)

[ll. Mopo3octonkocTtb (MTOCT 31383-2008)

IV. UctnpaemocTtb (TOCT 13087-81)

V. Apgresuns (meton OTpbiBa)

. WUCMNbITAHUE HA BOOOMNPOHULUAEMOCTb

Cxema ucnbiTaHUM

1
2

L

3 3
/_
A B
YcTtaHOBKa ANnA UCNbITaHUWA Ha A. Tlpsamoe paBneHue BoAbl
BOAONPOHULLAEMOCTb B. OG6partHoe paBneHune BoAbl

PE3VYJIbTATHI:

O6pa3ubl HaBneHve BoAbl A0

Mapka 6eToHa

obpa3oBaHUA MOKpPbIX NATEH

BeToH ¢ nokpbITEM

A. NMpamoe naBneHue: 1,8 Mna W18
B: ObpaTHOe gaBneHue: 0,8 Mna W8
BeToH 6e3 NoKpbITUEM

A. NMpamoe naBneHue: 0,4 Mna W4

1. beToHHbIE 0b6pasybI
2. Cnctema 3almnTHBIX MOKPbLITUM
3. HanpaeneHue nogayv Bogbl

Cuctembl 3aLLUUTHOIO NOKPbLITUSA
Welesgard no3BondeTt yBenuynTb
Mapky 6eToHa rno
BOAOHENPOHMLIAEMOCTU NPU NPSIMOM
AaBrneHnn Boabl Ha 7 cTyneHewn (c
W4 go W18), npu obpatHom
AasneHnn Boabl Ha 2 ctynexn (c W4
no W8), no cpaBHeHMto ¢ 6eToHOM
6e3 3awutbl W4)
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y AS
Cucrembl nokpbiTMn Welesgard ogoopeHHbIe AnA 3awuTbl cTaflbHbIX MOCTOB N e s qand

II. WCMNbITAHUE HA BOAOONOITIALWLEHUE

Macca go Macca nocne W. % CpepHee
MOFPYXEHUS,, My, T MOTPYXEHUSA, M, T ' 3HauveHune Wc, %
679,3 683,1 3,8 0,6
BeToH ¢ NoKpbITUEM 797,8 801,2 3,4 0,4 0,5
756,9 759,7 2,8 0,4
809,3 840,9 31,6 3,9
BeToH 6e3 NoKpbITUS 799,4 832,5 33,1 4,1 4,1
752,8 783,8 31,5 4,2
. WUCMbITAHUE HA MOPO30CTOMKOCTb
be3 nokpbiTus C nokpbiTvem
3amopaxuBaHue B 5% pactsope NaCl ; _
oT1+10°C go -10°C go -50°C go -10°C i
(5 yacos) 4 e '
500 umknoB 3aMopaxXnBaHUA U oTTauBaHUA = ol
20 UMKNOB UCNbITaHNN e S
OTTamBaHue B 5% pacteope NaCl ‘1“;‘ iy
ot -10°C go +18°C o VP
(1,5 yacos) O6pa3ubl nocne 20 LUKNOB UCTbITaHUN
V. WUCMNbITAHUE HA UICTUPAEMOCTb V. AOFeE3vd (METO[O OTPbLIBA)

Apre3nsa K mokpomMy 6eTtoHy = 2,8 MlNa
Apresns K cyxomy 6eToHy = 3,2 MPa
0,54 r/ks.cm 0,91 r/ks.cm KoreanoHHoe paspylieHune 6eToHa

BeToH ¢ NoKpbITUEM BeToH 6e3 nokpbITUA
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CEPUA NOKPbITUN TERMA

KPEMHUNOPIrAHUYECKUE TEPMOCTOUKUE NOKPbLITUA
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TepmocTtoukme nokpbitna WG-Termaprime n WG-Termafinish

MNMokpbiTnsa cepnsa TERMA — 0QHOKOMMNOHEHTHbIE OTBEPXXAAaeMble Bfarom TepMOCTOMKNE NOKPbITUSA
Ha OCHOBE KPEMHUNOPraHNYECKNX COEONHEHNN, MPUMEHAEMbIE B Ka4eCTBe OL4HO- UM MHOIOCITOMHOIO
TOHKOMMEHOYHOro NOKPbITUA ANA CTanbHbIX UNU artOMUHUEBLIX KOHCTPYKLWIA, SKCMSTyaTUpyembiX B
BblCOKOTEMMEpPaTYPHbIX YCNOBUSIX.

WG-Termaprime - TepMocTonKasa LMHKHaANOMHEHHadA rPYHTOBKA Ha. [NoKpbiTue BblAEpXXMBAET CyXOU
Harpes oo 400°C.

WG-Termafinish - TepmocTonKas rpyHTOBKa/BepxXHee NoKpbITUe, coaepxallee antoMUHUEBBIN
nnMrmeHT. [NoKpbITUE BblaepXXMBaET cyxomn Harpes Ao 600°C.
OCHOBHbIE NMPEUMYLLUECTBA:

+ OOHOKOMMOHEHTHbIE MaTepuarnb! UCKOYAKT OLNOKMA NPU CMELUNBAHUN N OrPaHUYEHNS NO
»KN3HEeCNnoCcoOHOCTH.

+ [lonHoe oTBepXXaeHMe NOKPbITUS NPOMCXOAUT NPY OObIYHBIX MPUPOAHLIX TEMMepaTypax n He
TpebyeT NpeaBapuUTENbHOIO pa3orpeBa NOBEPXHOCTH.

+ Jlyywas ygapHasi NPOYHOCTb M COMPOTUBIIEHME TEMNOBOMY yAapy Mo CPaBHEHMIO C APYTMMU
TUNaMm BbICOKOTEMMNEPATYPHbIX MOKPbITUNA.

+ O6nagatoT BbICOKMM CYXMM OCTATKOM M HU3KMM COLEPXKAHUEM FETYYMX OPraHNYeCKUX CoegnHEHUI
B CBOEM KJlacce MoKpbITUN.

ycnosusd nPn HAHECEHUMU:

+ MoryT HaHOCUTbLCSA NPU OTHOCUTESTbHOW BriaxXHOCTU OT 10% o 99%.
+ MoryT HaHOCUTbCA NpU oTpuLaTenbHbIX TeMnepartypax go -15°C.

+ HeT orpaHn4eHui no To4Ke Pochl.
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TepmocTtoukme nokpbitna WG-Termaprime n WG-Termafinish

5th Annual Ukrainian Paints &
Coatings Conference

OCHOBHbIE XAPAKTEPUCTUKU MOKPbLITUN:

XapakTepucTuku

WG-Termaprime

WG-Termafinish

LiBeT CepbIn UMHK An“fe“:gﬁﬂﬁi!’m
Cyxon ocTtaToK no oobemy 56 + 2 % 45 + 2%
JioC <335r/n <335r/n
CTOMKOCTb K CyXOMy HarpeBy 400°C 600°C
MuHumanbHas n makcumanobHas TCIT 25-35 MKM 25-35 MKM

PEKOMEHOYEMbIE CUCTEMbI NMOKPbITUN:

[Mpn TemnepaTtype akcnnyarauum go 400°C

1% cnoni: 30 um WG-Termaprime
27 cnon: 25 ym WG-Termafinish
3% cnoni: 25 ym WG-Termafinish

[Mpn TemnepaTtype akcnnyatauyum go 600°C

1% cnon: 25 um WG-Termafinish
27 cnon: 25 ym WG-Termafinish
3% cnoni: 25 ym WG-Termafinish
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Obnactu npumeHeHuUA NVELESGARD

HedTenepepabaTbiBatoimne
3aBobl

BbixnonHblie Tpaku
ra30KOMIMPEeCCOPHbIX
cTaHUun

Mopckne BypoBble
YCTaHOBKM

LilemeHTHbIE 3aBOAbI

Xumunyeckmne
npeanpuaTusa

Mopckon conot

LlenntonosHo-6ymaxHble
dabpuku

BoopyXéHHble cusbl

M MHOroe gpyroe
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AJTIKWOHO-AKPUITOBbIE NMOKPbITUA
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OOulee onucaHue

AnknagHo-akpunoBble NoKpbITUA Welesgard npeactaBnsaioT coboi CycneH3uio NnMrMeHToB U
cneumanbHbiX J0O6aBOK B pacTBope MOAUMULIMPOBAHHOIO ankuaHoro nmbo akpunoBoro
CBA3YIOLLEro, 06pasyoLLMe CUCTEMbI C BbICOKOW YCTONYMBOCTBLIO K KOPPO3UM.

ACCOPTUMEHT NOKPbITUN:

WG-Wellprimer - ObICTPOCOXHYLLAsA ankuaHas rpyHTOBKa, NpeaHasHavYeHHas Ans 3awuTbl oT
KOPPO3UK cTarnbHbIX NOBEpXHOCTEN. JIerko nepekpbiBaeTcs ankuaHbIMU, akpunoBbIMU U
BUHUNOBBLIMU MOKPLITUAMU, a TakKe COBMECTMMa C OrHe3alUTHbIMU COCTaBaMu.

WG-Universal - 6bICTpoCOXHyLasa nonymaToBas ankngHo-akpunoBas rpyHT-aMarb C BbICOKOW
CTOMKOCTbIO K YNbTpadomorneTy n atMmocepHOMY BIUSHUIO, coaepKallasi NPOTUBOKOPPO3UNOHHLIE
nurmeHTbl. MoXeT ncnonb3oBaTbCs B OOAHOCIOMHbBIX CUCTEMaXxX oKpacku. [1peBocxogHo nogxoanT
ONa HaHeCeHUs Npu orpaHN4YeHHON BO3MOXHOCTM NOAroTOBKU NOBEPXHOCTU (A0 cTeneHn St2), a
TakXe Ona peMOHTa CTapbIX MOKPbITUN HA OCHOBE aSiKMOHbIX, aKPUNOBbIX U BUHUNOBbIX
cBA3ywmx. [locTynHa B pasnumyHbIX OTTEHKaX LBeTa.

WG-Wellcover - 6bICTpOCOXHYLLEE MSHUEBOE (PUHULLHOE anKnaHoe NOKPLITUE C NPEBOCXOAHON
CTOMKOCTbIO K ynbTpaduosnety n atmocdepHbiM Bo3genctenam. [JOCTynHO B pasfmnyHbIX OTTEHKAX
LBeTa.

XapaKkTepucTuku WG-Wellprimer WG-Universal WG-Wellcover

cepbin, 6enbin,

LiBet y
KpacHbIN

LiBeta no RAL LiBeTta no RAL

MaHey, [MonymaToBbIN [MonymaTtoBbIn [MsaHueBbLIN
Cyxon octatok no o6bemy 50 + 2% 44 £+ 2% 44+ 2%
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ANNIKWOHO-AKPUNOBBLIE NMOKPbITUA Q

\W7.

OcHOBHbIe N penmyLlecTBa

+ AnKnaHo-akpunoBble cucteMbl NokpbiTn Welesgard obnagaroT oTIIMMHON aHTUKOPPO3UOHHOM
CTOMKOCTbIO K Bo3gencTemto atmocgepbl (90 umknos no FOCT 9.407 meTtopa 6)

TpaaULMNOHHLIE ANKnagHO-aKpunoBbIX NOKPbITUSA
anknaHo-akKpunoBble NOKPbITUA Welesgard

KOM6VIHVIpOBaHHbIe LUMKITUYHbIe UCcnbiTaHUA

+  Martepuanbl-6bICTpOCOXHYLIME. Bpems BbICbIXxaHWS, B 3aBUCMMOCTW OT TEMMNEPATYpPbl OKpYyKatoLLemn
cpeabl, konebnetcs ot 10 MMH 40 2 YacoB NS CTENEHU «Cyxon Ha oTnuny, 1 oT 30 MmMH Ao 3 YyacoB Ang
CTENEHN «MUHUMAarbHOE BPEMS MEPEKPLITUSIY.

WG-Wellprimer WG-Universal WG-Wellcover
Cyxon Ha otnun npu 23°C 20 MuH. 20 MuH. 60 MUH.
MuH. Bpemsa nepekpbitnsa npu 23°C 60 MUH. 90 MUH. 90 MUH.

+ HaHocsatca ogHum cnoem TonwmnHon ot 40 o 60 MKM.

WG-Wellprimer WG-Universal WG-Wellcover
MuHumanbHaa n makcumanobHasa TCIl1, MKm 40 - 60 40 - 60 40 - 50
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O6nacTn npuMeHeHUsA

AnknagHo-akpunoBble NoKpbITUA Welesgard cneumanbHO co3gaHbl Ansa agekTUBHON 3aLMTbl CErMEHTa
KOHCTPYKUUN 1 06opyaoBaHus, aKcnnyaTupyemoro B ycnosuax Hu3kou C2, cpeaHen C3 u Boicokoun C4
aTMocdepHO-KOPPO3UOHHbIX KaTeropuax cpepn (cornacHo ISO 12944-2), o6ecnevynBas NoBbILLEHHYO
AHTMKOPPO3MOHHYO U aTMOCEEPHYH CTOMKOCTb, CTOMKOCTb K BO34ENCTBUIO BOAbI, Macen u cnabbix
XUMNYECKNX PACTBOPOB MPU HU3KON CTOMMOCTU CUCTEMbI MOKPbLITUNA.
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N3OJNTALUUOHHBIE NOKPbITUA CEPUNA
WELEPIPE

NMOJIMYPETAHOBBIE NMOKPbITUA,
HE COOEPXALUUE PACTBOPUTENEWN
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%
Ob6wee onucaHue N

MNMokpbiTUA cepumn Welepipe — 9T0 ABYXKOMMNOHEHTHbIE TOSICTOCHOWHbIE NOSIMYPETAaHOBbLIE MOKPLITUSA, HE
cofepkallne pactBopuTenen, npeaHasHavyeHHble ans HaHeceHnsa 6e3B034YLWHbIM pacnblfieHUEM C
pasgensHoOW nogaven NogorpeTbiX KOMMOHEHTOB.

[MoKpbITUS NpegHa3HadYeHbl OS5 3aWunThl HApPY>KHbIX NOBEPXHOCTEN CTalbHbIX U BETOHHbLIX KOHCTPYKLNK
NOrpy>XeHHbIX B NpecHyto (Im-1, cornacHo 1ISO 12944-2) nnu mopckyto (Im-2) Boay, a Takke
3arnybneHHbIx B noysy (Im-3). Hanpumep: Tpybbl, utrHIN, 3anopHast apmartypa, pesepByapbl 1 T.M.

« WG-Welepipe — ctaHgapTHas Bepcus NOKPbITUS A4S TEMNePaTypHOro pexmnmMa akcnnyaraumm ot
-20°C 0o 60°C (Tun 2 ctaHgapTta EN 10290). HaHocuTca 6e3B03aYLLIHLIM pachblifieHneM.

« WG-Welepipe BG — Bepcus NOKpbLITUA A9 TeMnepaTypHOro pexuma akcnnyartauum ot -20°C go 80°C
(Tun 2 n Tun 3 ctaHgapTa EN 10290). HaHoCcUTCS KUCTBIO, LUNATenemMm Wnm BasinkoM, NpUMeHsIeTCs
A8 M3onauum HebonbLWNX NOBEPXHOCTEN, HANpUMep CTLIKOB TPYH6ONpOBOAOB.

Mo nsonupyowmMmMm N aHTUKOPPO3UOHHbLIM CBOMCTBAM, NO afresnn 1 CTOMKOCTU K yaapHbIM Harpyskam,
KaTo4HOMY OTCITIOEHMIO U ApYrMM nokasatensam nokpblitna cepun Welepipe otsedatoT TpeboBaHUSM
ctaHgapTta EN 10290, koTopbIv onpenensaeT yCcrnoBma K HAHOCUMbIM B XXMOKOM COCTOSAHUN
NONIMypPETAaHOBLIM HAaPY>KHbIM MOKPbITUSM, NPUMEHAEMbIM A4 3aWMTbl OT KOPPO3un Tpyb 1 PUTUHIOB.
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CEPUSA NOKPbITUN WELEPIPE

5th Annual Ukrainian Paints &
Coatings Conference

Pesynbratbl ucnbiTaHnn nokpbitua WG-Welepipe cornacHo EN 10290

TCN (ISO 2178)

Bce nnactuHbl > 1500 MKm

Knacc b: =2 1500 mKm

Teeppoctb no Wopy “D” : (ISO 868)

792

YKa3blBaeTcA Npon3BoanUTeemM

BHewwHM BUA NOKpbITUA:
(EN 10290, n 7.4)

OOHOpPOAHbBIN UBET, rnagkKas
NoOBEpPXHOCTb, 6e3 K AedpeKToB

OAHOpPOAHbIM LBET, rnaaKan
NnoBepxHOCTb, 6e3 K AepeKToB

[unanekTpuyecKkasa CNAOLWHOCTD:
(EN 10290, NMpwa. B)

oTcyTcTBYEeT Npoboii

oTcyTcTBME Npobos npu 8 KB/mm
(12kB ans 1500 mkm)

MpoyHoCTb Npu yaape: 23+2°C > 20 X > 7,5 XK
(EN 10290, Mpwun. C, Npwun. B) -5+2°C > 20 [x > 4,5 [
o 23+2°C 1 6an <3 b6ana
Apresua (ycToiAuUMBOCTb K OTPbLIBY): c022°C 16an,
(EN 10290, Mpwun. D) +24423+2°C |3 6ana <4 6ana
Apre3suna (metog oTpbiBa): 2322°C 19 Mfla > 7 MM
(EN 24624) 60£27C 10 Mna PesynbTat ansa nndopmauunm
+24423+2°C (18 MMa
KaTtogHoe otcnoeHue: CpegHee 7 MM <8 Mm
(EN 10290, Mpwn. E) MakcumanbHoe |8 mm <10 mm
Rs70=2,7 x 10° Om * m? Rs100 > 107 Om * m?
MepexogHoe conpoTuBaeHMe: 23+2°C Rs100 = 2,7 x 10° Om * m?2 Ecam Rs70 <1080m * m? :
(EN 10290, Mpwn. F) Rs 70 /Rs100 =1 Rs100 / Rs70< 0,8
60+2°C Rs30=2,76 x 108 Om * m? Rs70 < 103 0Om * m?2
ConpoTtusneHue BAaBAUBAHUIO: 23+2°C 0,068 + 0,025 mm <0,2 Mm
(EN 10290, Mpwn. H) 60+2°C 25+5% <30%
Tennogoe crapenue: 80£27C 17 Mna Pe3ynbtat ana uHpopmauymm
(EN 10290, Mpwnn. J, EN 24624) +24423+2°C [20MMNa
23£2°C OTcyTCTBYET pacTpecknsaHme OTcyTCTBYET pacTpecknBaHue
dNaCTUYHOCTD: +24423+2°C
(EN 10290, Mpwmn. K) 0+x2°C

+24423+2°C

OTCyTCTBYET pacTpecKkmMBaHme

OTCyTCTBYET pacTpeckuBaHue

YonuHeHue po paspbiea: (ISO 527-1, 1SO 527-3)

27 16 %

>10 %
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CEPUS NOKPbITUN WELEPIPE
NMpumepbl npyuMeHeHUA NOKpbITUK cepumn Welepipe

Noa3emMHbIN pe3epByap AnNs XxpaHeHUe HedpTenpoayKTOB
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CEPUS1 MOKPLITUN WELEPIPE
NMpumepbl npumMeHeHUs NOKPbITUX cepun Welepipe

NMoaBoaHbIN HepTenpoBoa

5th Annual Ukrainian Paints &
Coatings Conference

AL A

ROANS
NVELESGARD
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XUOKUE TMOPOU3ONIALMNOHHDIE
MEMBPAHDI

AN
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MHTepbepbl N 3KCTepbepbl 34aHUA, naHawWwadThI VELESGARD

sy Mmapousonaumnsa KpbiL,
i Teppac, 6ankoHoB

M'aopounsonauus i

CaHy3noB

Mmppousonauus
nnasaTesibHbIX
©0accenHOB U

npyaos

Mmapounsonauus
npoe3xeun 4YacTu

LULULELELEUELEUHL B ELPUL LU ELEL LD

M'mppo
cdyHaa
npo4unx
noa3eMHE
COOpPYXeHU
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O6nactu npUMeHeHuA VELESGARD

[Mapounsonauna MoCToBbIX
HaCTUMOB U TYHHErNen.

[MokpbiTHe
BHELLUHUX U BHYTPEHHMUX
NoBepxHOCTEN TpybonpoBoaos,
pe3epByapoB 1 T.N.

YCTPOMNCTBO 1 PEMOHT
KpOBESIbHbIX MOKPbITUN.

['Mapounsonauns
nnaBsaTenbHbIX 6acCcenHoB,
NCKYCCTBEHHbIX BOLOEMOB,

NpyaoB, KaHaMnos.

O6nuuoBka hyHOaMEHTOB U NPOYNX
NOA3EMHbIX COOPYXXEHUN.

3alwmTa MHXXeHepHbIX 0ObLEKTOB U
06opyaoBaHUsA OT yAapHOro BO3OenNcTBUs U
NCTUPaHUSA

U MHoroe gpyroe...
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XNOKUE rTmAPOU3ONALUNOHHBLIE MEMBPAHDI

YTo TaKoe Xuakasa rmapounsonsauunsa

WELESGARD npepnaraet gBa TeEXHOJIOrM4YeCKMe peLleHUa Ans XNOKOW

rMapov3onAaLUu.
1. WG-Weleproof

OaHOKOMMOHEHTHas nonuypeTaHo-
Basg membpaHa XonoaHoro
HaHeceHus. [Nocne nonnmepusauum
mMatepunan obpasyeTt 6ecLLUOBHYHO
anacTU4Hyt0 MembpaHy, XopoLlo
CLIENJIEHHYIO C MOAJIOXKKOMN.
O6pa3soBaHHas HENPOHULLAEMOM
nneHka cnocobHa obecneynTb
MOMHYI0 repMETUYHOCTb OCHOBaHUS
C BO3MOXXHOCTbIO KOMMEeHcaLum
nepemMeLLeHni.

2. WG-Weleproof 2K

BbicTpo TBepaetoLwme aByXKOMMNO-
HEeHTHblE NONUypeTaHOBLIE
mMembpaHbl. OHM HaHOCATCSA C
ncnonb3oBaHneM obopynoBaHus C
No4OrpeBOM M pasfensHOW nogayen
KOMMOHEHTOB. OTOT BMA MeMOpaH
obecrneymBaeT 3Ha4YUTENbHbIE
npeuMyLLecTBa, Koraa Bpems
HaHeCeHus1 AOMKHO ObITb Kak
MO>XHO Kopoue.

OBJIACTb NMPUMEHEHWA

O Knmmatuyeckas 3oHa: oT
YMEPEHHOM 0 XONOLHOW;

U HoBoe cTpouTenbcTBO U
PEMOHT;

O Kposnu:

» [1nockue Kpbiwn c
ABWKeHneM unu 6es;

=  ABTOCTOSIHKM C NErknum unu
WHTEHCUBHbIM ABWKEHUEM;

OBNACTb NMPUMEHEHWNA

O KnumaTtuyeckas 3oHa: oT
yMEpPEHHOU 0 XOSI04HOW;

0 Hosoe cTpouTenscTBo 1
PEMOHT;

O Kpoenu: 1o xe, 4TO 1 ongd
WG-Weleproof;

QO TNMpumeHnmo K cnegyowmm

CTPOUTESIbHbIM 3f1eMEHTaM:

3eneHble Kpbilwu;
TpaanumoHHbIe Unn
obpaTHble KPOBIK;
MocToBble HacTUnMbI.
[MpuMeHuMO K cnegyroLmm
CTPOUTENbHbLIM 3fIEMEHTaM:
KpOBNW, Teppacskl, 6GankoHsbl,
KOPUAOPbI, OTKPbITbIE
NEeCTHUUbI, WIO3bl U T.4.
[pyrue kposnu, HeyaobHble
Aans odycrtponcrea.

TO Xe, ¥to n ansa WG-
Weleproof;

QO [pyrue kpoBnu, HeyaobHble
Anst obycTponcTea.
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CUCTEMA 1 (OCHOBHAA) agantupyeTtca KO MHOTMM CUTYaUUsIM U, B YAaCTHOCTU, 4SS rnapon3onsumnm
TpagMUMNOHHBIX U 0BpaTHbIX KPOBESb, B TOM YUCNE U AS1S BbICOKUX Harpy3ok.

Cuctema MOXeT BbITb OCTaBneHa HENOKPLITOM UNK BbITb MOKPbITA B 3aBMCMMOCTU OT TUMa KPOBNKU U AOMYCTUMOM
aKcnnyaTtaunoHHOW Harpysku.

Ecnn membpaHa gormkHa ObITb NOKPbITA 3alUULLEHA TAXKENOM CUCTEMOM (CTSHKKON, KepaMUYeCcKon NANTKON),
XenartenbHO NPUMEHUTb re0TEKCTUMNb MUHUMATbHON NNOTHOCTBLIO 200 r/m?2.

TPAOULUNOHHBIE KPOBJIN / ¢ 3alUUTHLIM SAWLMLLEHHBIE KPOBIJIA/ ¢ rpaBuem
NOKpbITUEM Unun 6e3 MoponsonaunoHHas cuctema gns Kpbiw u Teppac
moponsonaunoHHas cuctema ns Kpbiw 1 Teppac ¢ C OTCYTCTBYIOLLUM UMW OrpaHUYEeHHbIM O5151 TEXHU-
OTCYTCTBYIOLLMM UITN OFPaHUYEHHbIM AN TeXHUYe- 4YeCcKoro o0CnyXMBaHUs nNewexogHbIM OBUXKEHUEM.
CKOro obCrny>KmBaHus newwexoHbiM OBMKEHNEM. 1. MPOYHOE OCHOBaHMe

1. lNMpoyHOe ocHoBaHWe 2. Tennonsonauunsa/dopMnpoBaHne YKNoHOB

2. [pyHTOBKA 3. ['pyHTOBKa

3. WG-Weleproof nnu WG-Weleproof 2K 4. WG-Weleproof unn WG-Weleproof 2K

5. leotekcTunb
6. 'paBun
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CUCTEMA 3 (AEKOPATUBHAS) npepnaraet HeCKOJSIbKO AGKOPAaTUBHbIX peLleHUn B 3aBUCUMOCTU OT

BocTpeboBaHHOro adcpekra.
—— >4

.

Mmapousonaunsa ¢ Nnerkum newexogHbIm PUHULLUHAA OTOEJIKA

OBUXEeHuem 1. HaHectu cBasytowmm criom WG-Sulacover
KPbILUW /| TEPPACbDI / BAJIKOHbI / MITAT®OPMbI 60 (300 r/m?) Genoro unu gpyroro LBeTa,

CXOOHOro no uBeTy C KBapueBblM NMECKOM.

2. Tennousonsiums/chopM1MpoBaH1e YKIOHOB 2. PacnpocTpaHuTb Necok, UBEeTHbIE XIO0Mbs
3. 'pyHTOBKA NN KOPYHZA NO CBA3YHLLEMY CIIOH0.

4. WG-Weleproof unn WG-Weleproof 2K lpoTnsockonb3sAWwNiA 3pcexT.
5. WG-Sulacover 60 (Mpo3pauHbiii) «  TNoaxoauT LBETHOM NEeCoK (HAaHOCUTL 0

o o o . 2
6. Mecok/L|BeTHOI KBapLEBbIN MEMNKWii rpaBuit HaCBILUEHNS, 2 KI/M?)
+ WG-Sulacover 60 (1po3padHbiii) *  JIVWHWIA CMECTU Unu y6paTh MblNecocoMm
*  OTwnungosaTb CBA3aHHbLIN NECOK ANs

Bonee rnagkon NOBEPXHOCTU (MO KenaHuio)
LdekopaTnBHbIN 3hekT:

*  HacbiweHne uBeTHbIMW XOMNbSAMWU UK
kopyHaom: 300-400 r/m2, unu 4yacTuyHoe
HacblLWeHne, B 3aBMCUMOCTU OT XKENaemoro
adbekTa.

3. TepmeTtnsaumsa ceepxy npospavHoiMm WG-
Sulacover 60 (300 r/m?)

1. Npo4Hoe ocHOoBaHwMe
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NMpumepbl npumMmeHeHNA NOKpbITUN cepun Welestrong
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Mpumepbl npUMeHeHUs TMAPOU3ONALNOHHBLIX MOKPbLITUN

ABTOOOPOXHbIE MOCTbI

e - =
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Mpumepbl NpUMEeHeHUst TMOPOU3ONALNOHHbIX NOKPLITUN e s qand

MnaBaTenbHble 6accenHbl

16/7/02 13:34

16/2/02 17:30
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NMpumepbl NpUMeHeHUs rIMAPOU3ONALUNOHHBLIX NOKPLITUN N e s qand

MpyAab!




M'AaTa yKpaiHCbKa ® 5th Annual Ukrainian Paints &
nakopapboBa KOHPepeHL,in nAKOKPACKA I’L-UA Coatings Conference

CUCTEMbI HANMOJIbHbIX
NONMMMMEPHbIX MOKPbITUN

ACCOPTUMEHT NPOAOYKUUUN WG-WELEFLOOR
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ANA
WG-WELEFLOOR - PEWLUEHUA ONA BCEX Pice

NVELESGARD

NMpousBoacTBO Cknapbl MeauuuHa n dpapmaueBTUKa
[Mpon3BOACTBEHHbLIE MOMELLEHMUS, cKrnagckue nomMmeLleHus, 30Hbl 6onbHMUbI, NanaTtbl, NpoueaypHble
Lexa, rapaxu v T.n. Nnorpysku n T.4. kabuHeTbl, Nnabopartopuun, u T.A4.

4 ‘A‘i“,;.‘\‘ | Mo > i -
CTaAMOHbI 1 apeHbl OGpa3oBaHue u cnopt NanpwadT

TPMBYHbI 3pUTEneil, NeCTHNLbI, ayautTopum, nabopatopuu, NPOrynoYHble 30HbI, BENocuneaHble
pasgeBankv 1 T.4. YHUBEPCUTETCKUE FOPOAKN, [OPOXKWN, AETCKME NroLwaaKku, caabl,

CrMopTUBHbIE 3alibl N T.A4. 30HbI BOKPYI AepeBbEB N T.4.
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WG-WELEFLOOR - PEWLEHUA ONA BCEX

CTOMKOCTb K TEMNOBOMY
yoapy
(pabotaet o1 -40°C go
150°C)

LLUnpoknn
BbIOOpP LBETOB U
AeKopaTUBHbIX

CToMKOCTb K yaapam

N NCTUPAHUIKO
athheKToB w
CUCTEMA
Xumudeckas WG-WELEFLOOR - BbiCTpOe 1

cBepxbbicTpoe

CTOMKOCTb 3TO: oTBepXaeHne

AHTHGakKTepmnanbHas Heckonbaswas

CootBeTtcTBYET

YCTONYMBOCTb TMrMEeHNYEeCKNM YMEHBLUEHHbIN
K COJTHEYHOMY TpeboBaHUAM pUCK ocmoca
cBeTy n YO MULLLEBOM

NPOMbILLUITEHHOCTH
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TUMbl HANONbHbIX NOKPLITUA WELESGARD

TUMNOBAA

Fepmemsmpyrou.l,aﬂ [Mpo3payHble MbinecTonkne cuctemsl. HaHoCATCA B O4WH 0150 MKM
cucrtema nnun gBa crioq. A
TOHKOMNEHOYHbIE CUCTEMbBI MOKPLITUW, AOCTYIMHbIE B
2 Cuctembl NOKPbITUN pasnuyHbIX LUBETAX N LEKOPATUBHbLIX d(pdreKkTax. LD/MD 150-500 MKm

HaHocsaTca B ABa unu 6ornee crioes.

ToncTocnonHble HanosnbHbIE CUCTEMbI, AOCTYMHbIE B pas-
HanveHble HanomnbHble
3 CMCTEMbY NUYHbIX LUBETaxX N gekopaTtuBHbIX adpdekTax. HaHocaTcsa MD/HD 1-6 mm
B 0OuH crnion. MoryT nepekpbiBaTbCA (OUHULLHBLIM CIOEM.

Ob6paboTaHHble 3anonHUTENEM TONCTOCIONHLIE
4 MHOrocnomHble CUCTEMbI CUCTEMbI, OCHOBaAHHbLIE HA HECKOSbKNX CIOsIX, KOTOPbIE HD 2-4 MM
HaHOCATCA METOAOM Hanmea HarosbHbIX MOKPbITUN.

MonukapbaMmnaHble BOOOHENPOHULIAEMbIE CUCTEMbI AN

5 MonukapbamngHble CBEPXBbICOKMX Harpy3okK, HaHOCUMble METOL0M UHD 1 5-3 MM
CUCTEMDI pacnblfIeHNA C NOAOrPeBOM KOMMNOHEHTOB. HaHOCAT B ;
oauH crion. MoxeT 6bITb NepekpbIT PUHNULLHBIM CNOEM.
Cuctembl LEMEHTHO- €MEHTHO-MOoNnypeTaHoBble HaNMMBHbIE CUCTEMbI OS5
6 ¥ § yp . UHD 2-10 MM

NoNnMypeTaHOBbIX CTAXEK CBEPXBbICOKMX HArpy3oK. HaHocaTcs ogHum crioem.

TUNbl U CTENEHb ABUXEHUA:
Jlezkue Haepy3ku (LD)

HEMHTEHCMBHOE NeLLEXOOHOE ABWXKEHME, PEAKOe ABUKEHNE TPAHCMOPTHBIX
CpPencTB Ha PE3NHOBbLIX LUMHAX.

perynsipHoe neLexogHoe ABWKEHNE, YacToe ABMKEHNE NOrpy3vmKoB,
peakoe OBMXKEHME TENEXeK Ha KECTKMX MIacTUKOBbLIX KOrecax.

NOCTOSIHHOE ABMXEHNE MOrpy34MKOB, TENEXEK HA XKECTKUX NNaCTUKOBbIX
korecax, HEKOTopoe yaapHOe BO34ENCTBUE.

WHTEHCUBHOE OBWXEHME C BbICOKMMW Harpyskamu 1 yaapHbIM BO34ENCTBUEM

CpedHue Haepy3ku (MD)

Bbicokue Hazpy3ku (HD)

Ceepxebicokue Hazspy3ku(UHD)
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CUCTEMbI HAMOJIbHbIX NOKPbITUN

TEXHONOIMNMYECKHUE NPEMMYLLECTBA:

v
v

v

ANENEN

[Nbine3alwnTHbIe CBOUCTBA

[MrmeHn4yeckne CBOMUCTBA N HEMPOHMLAEMbI ONA
XNOKOCTEN

YCTOMYMBOCTbL K UCTUPAHUIO U LlapanaHuio
(HamMHoro BblWe, YeM ANa OpYrMx TEXHONOMMn Unm
Kpacok)

[OCTyMHbI B LULMPOKOM Anana3oHe LBETOB U
AeKopaTUBHbIX 3G EKTOB

BO3MOXHOCTb NOSTy4eHNs NPOTUBOCKONb3SLLEN
NOBEPXHOCTHU

PasnunyHble uBeta n YO-CTOMKOCTb

BbicTpasi u cBepxbbiCcTpas cyLuka

BHyTpeHHee n Hapy>XHOe npuMeHeHue

| ——

N
e
RGNS

TUNOBLIE OBJIACTU NPUMEHEHUA:
JexkopamueHbie HanoJsibHbIe NOKPbIMUSI ONsi:

v PO3HWUYHOW 1 ONTOBOW TOProBMN
v" ObpasoBaHusi 1 cnopra
v" OdU1COB 1 XNUNbIX JOMOB

3awumHbie HanoJsibHbIe MOKPbIMUsI OJst.

v" CknapoB
v" ABTOCTOSIHOK
v [1poM3BOACTBEHHbIX NIoLaaen
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OKOHOMMYeCKN adhdpeKkTMBHOE peLLeHne

OauH 1 TOT XXe NPOoAYKT UCNOSb3yeTCs Kak B
Ka4yecTBe rpyHTOBKM, OCHOBHOIO MOKPLITUSA, TaK N B
Ka4yecTBe (OPMHULLHOIO MOKPbLITUS.

BbicTpasi u cBepxbbICTpasa cyLuka

MuHManbHbIM 3anax (He coaepXxuT
pacTBOpuTENEn UnNn Ha BOOHOM OCHOBE)
OTnnyHaga xummyeckasi CTOMKOCTb

OTnnyHasa CTOMKOCTb K UCTUPAHUIO M LlapanaHuio
OTnnyHaga agresnd K noanoxke

MakcumarnbHas NpoTUBOCKOSb3siLas 6e30nacHOCTb
BHyTpeHHee n Hapy>XHOe NnpuMeHeHune

Cknadckoe

_ romMeujeHue
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5th Annual Ukrainian Paints &

Coatings Conference

TUNOBbIE OBJIACTU NPUMEHEHWA:

JHekopamueHbie HanoJsibHbIe MNOKPbLIMUSs OJIsT.
v PO3HUYHOW 1 ONTOBOW TOPrOBMN

v" OdU1COB 1 XNNbIX JOMOB

v 30paBooxpaHeHus u dpapmaueBTUYECKON

oTpacnu

3awumHbie HanoJsibHbIe MOKPbIMUsI OJsi:
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CkoTtoboeH
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M'AaTa yKpaiHCbKa ® 5th Annual Ukrainian Paints &
nakopapbosa KoOHPepeHLia /-lAKOKPAC KA I’L-UA Coatings Conference
NMONNKAPBAMUAOHBLIE CUCTEMbI, HAHOCUMBIE METOAOM

PACTbIJIEHUA C NOOAOINPEBOM KOMIOHEHTOB

KOHCTPYKUUA CUCTEMbI 1. OcHOBaHMe
2. [pyHToBKa (1 unu 2 cnos). O6was
3. WG-WELEFLOOR POLYUREA (1 cnod) TONLWMHA
4.  OuHMwHoe nokpbiTne (1 unu 2 cros). 1,5-3 Mmm
Heobs3aTenbHoe npuMeHeHune*

* [na 3awmuTbl oT YO

CBepxBbICOKasa Harpyska

WG-WELEFLOOR POLYUREA — 2K anactomepHoe nokpbitve co 100% cyxum oCTaTkoM, HAHOCMMOE MEeTo4oM
ropsi4ero pacnblfieHnsl, KOTOpble COYEeTaeT YHMKanbHble CBOMCTBA HaHeECeHUsi (CBEpXObICTpoe OTBepXaeHwue,
aaxe npu temnepatypax Huke 0°C ¢ UCKNIUNTENbHBIMU (OU3UYECKUMU U XMMUYECKUMU CBONCTBaAMN).

TEXHOJNIOMMYECKUE NPEUMYLLECTBA : __ Nepexpeitne Tpewux

v CBepxbObiCTpOe oTBepXaeHue, BCneacTBme Yero: iﬁ

a) OpgHocnonHaga cuctema C TONWMHOW CNosi B HECKOSBbKO '
MWUNUMETPOB BbICbIXaeT 3a HECKONbKO CEKYH[,

b) MoxeT pacnbifiTbCA HA HAKNOHHbIE N JaXe BepTUKasibHbIe
NnoBepPXHOCTN 6e3 hopMrUpoBaHNA NOTEKOB N MNON3aHUN

c) BosobHoBneHne amxeHus newexonos B TedeHne 30 cekyHA

lNpeBocxogHble rmaponsonupytolme cBoOUCTBa

Bbicokas xummnyeckass CTOMKOCTb

Bblcokne xummnyeckme cBOMCTBA, BKNOYAs CONPOTUBIIEHNE pa3pbIBY

N yaonuHeHne 0o paspbiBa (MepekpbIiTue TPeLUrH)

v' Bbicokas TepMOCTONKOCTb (0T -60°C go +220°C, KpaTKOBPEMEHHO A0

+260°C)

lNpeBocxogHasa agresnst K OCHOBaHUIO

100 % cyxomn octaToK. MnHUManbHble 3anaxu

NNANRN

YanuHeHue > 350%
ConpotuBneHue paspbiBy > 20 Mla
ConpoTtuBneHue paspbiBy Bblille
cuenfeHusa ¢ OCHOBaHMEM.

ANEAN



M'AaTa yKpaiHCbKa ® 5th Annual Ukrainian Paints &
nakopapboBa KOHPepeHL,in nAKOKPAC KA I’L-UA Coatings Conference
NMONIMKAPBAMUWAOHBLIE CUCTEMbI, HAHOCUMbIE METOAOM

PACTbIJIEHUA C NOOAOINPEBOM KOMIOHEHTOB

TUNOBbLIE OBJIACTU NPUMEHEHWA:

MuweBasa NPOMbILLIEHHOCTb

* Msco, pbiba n ntTuua

* CbIp ¥ MOMOYHbIE NPOOYKThI

* [lekapHu

* BuHHbIE 3aBOAbI 1 MMBOBApPHU

» CnupT, COKM N HANUTKK

« 3aMOpOXeHHble NPOAYKTbI U
KOHCEpPBbI

+ 30HbI TennoBbIx yaapos (4o 220°C)

» XonoaunbHble KaMmepbl 1
MOPO3USTbHNKM

* YNakoBOYHbIE 30HbI

 JlaBopatopum

KuBotHoBOACTBO

KypaTHUKM
KopoBHUKN,
KoHtowwHuK,
CBVHapPHUKN U T.4.

Xnmumnyeckas npoMbILLNIEHHOCTb
CTaguoHbI U CNOPTKOMMNJIIEKChI
* TpubyHbI N NECTHULbI
ABTOCTOSIHKMN
* OTKpbITble NNOLWaaKK

LienntonosHo-6ymaxHas
NPOMBbILUIIEHHOCTb

MawunHocTpouTenbHasa u obpabatbl-
BaroLasa NPOMbILLSIEHHOCTb




M'AaTa yKpaiHCbKa ® 5th Annual Ukrainian Paints &
nakopapboBa KOHPepeHL,in nAKOKPACKA I’L-UA Coatings Conference

CUCTEMbI LEMEHTHO-NMOJIMYPETAHOBBbBIX CTAXEK

1 1. OcHoBaHue
‘1’ 2. [pynToBka (1 unu 2 crios). Tgfuu:::a
3. WG-WELEFLOOR CemPUR (1 cnou) 210 MM

CBepxBbICOKasa Harpyska

WG-WELEFLOOR CemPUR — 3K, LUEMEHTHO-MONuUypeTaHoBble CTSXKM AONA CBEPXBbICOKMX HAarpysok,
cneuManbHO npedHasHadYeHHble Ond  NUWEBOM MNPOMBIWSIEHHOCTU W APYrUX 3KCTpeMasibHbIX  YCITOBUN
aKkcnnyarauyuu.

TEXHONOIMNM4YECKUE NMPEUMYLLECTBA :

v' Bbicokas TemnepatypHas CTOMKOCTb
(ot -40°C po +150°C)

v' OKcTpemarnbHasi XMMUu4eckasi CTOMKOCTb
v' OKcTpemarnbHasi CTOMKOCTb K UICTUPaHUIO

TUMNOBbIE OBJIACTU
NMPUMEHEHWA:

v MuweBas
NPOMbILLSIEHHOCTb
« BnaxHble nnu cyxue
NPOM3BOACTBEHHbIE Y4aCTKU

v' MakcumarnbHasi NpOTMBOCKOSb3sLLas « 30HbI TEMMOBLIX YAapoB
6esonacHoCTb XonoaunbHble KaMepbl K

v' He coagepxuT pactBopuUTenen. MOPO3UITBEHNKN
MwHMManbHbIE 3anaxu Xumunyeckas

v' Bbicokasi ygaponpo4HOCTb NPOMbILLSIEHHOCTb

v BblCcoKasi MPOYHOCTb NpKU CXXaTum NabopaTtopum

v BbICTpas HaHeceHWe B OQHY CTaauto KyxHu

v" BbICTpOE BbICbIXaHWe NMponsBoAacTBEHHbIE Lexa
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